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" GYPSUM PRODUCT S : (DATE: - 1 72
L . - _ I PAGE L o3 L)

® o N ' DATE .- 11}5/62'1‘
%mooutxmo PLANTS: LONG BEACH, SEATTLE, ANTIOCH o g
FORMULA: - -
— | | o %
;:Aridi:;ed_ Plaster Base Stueco (5=5) 2000 Ibs. - ’ e :
;Benronire Clay RM-G 1) 15 o L | j
Aluminum Solfate | RM-P1) e T ool
Hydrated Lime ’ RM-P3) C 6-1/4 o ,;
*Wood Fiber RM-P5) 15-18 * é
*Vermiculite RM-P13) PRI _
Retarder p2 o5k . “s
NOTES: - R

. 1. Aridized Plaster Base Stucco Blaine shall be 4700 - 5200. i‘
zz'-. Use high calcium lime only. :

*3.  For gun application, 1 te 1-1/2 cubic fest of Zonalite RM-~-P9) per ton of stucco may be_‘l._lse‘;-{ .
' to improve pumpability . oo
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RAW MATERIAL HANDLING:

1. Storoge

‘ All raw materials shall be stored in a cool, clean, dry ‘areq ta prevent con!‘ommatton und
: maisture psck-up : -
:'2 Add:hve Screem'ng R S . e ST B “.'.’_:‘,
: . ' . B .,,'-_‘_- o
: a, Rercrder shalt be screened rhrough a 30 mesh screen |ust pnor !‘o use
. b. Do not use any addmves which are Iumpy without screening rhrqugh a 30 mesh screen_.
. Discard pre-mixed additives which have become lumpy upon starage. R
i -
. .3. Wood Fiber . _ - . > I
Waod fiber shall be dried to a maximum free water content of 5% prior to usa. _-;_-‘.- Slen r%
*Denotes additions. JoE
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